
Resident GB Sample GB Result GB Result Elut Sample Elut Result

Number PCME fibers (s/cc) total Prot (s/cc) Number PCME fibers (s/gPM10)

4114004 0.0071 3090519 1.46E+06

4084103 ND 3090508 ND

4080111 0.0069 3090514 ND

4114011 ND 3090518 ND

4114015 0.014 3090512 ND

4114023 0.014 3090503 ND

4114030 0.0063 3090509 ND

4124119 0.00071 0.00071 3090506 ND

4124106 0.0045 0.0036 3090504 3.94E+06

4134053 ND ND 3090513 ND

4124112 0.0009 0.0009 3090500 ND

4134058 ND ND 3090505 ND
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Elut Result

total Protocol(s/gPM10)

1.46E+06

ND

ND

ND

ND

ND

ND

ND

7.90E+06

ND

ND

ND




